Axle Oil Formulations for Gear Mesh Efficiency: Wedeven-TriboTEX SDMHS-217 #2

(WAM Simulation of Two Hypoid Gear Mesh Operating Cycles)
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Roughness reduction and U.S. Army SBIR Topic A12-022
low friction surface films Wedeven Associates, Inc. Contract W911QX-14-C-0003



